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TEST METHODS TEST RESULTS
Mix Ratio 1:1 by Volume

Pot Life 18-22 Minutes

Viscosity Self-Leveling

Bond Strength Greater than Concrete

Light Traffic Ready 6-8 Hours

Adhesion to Concrete (ASTM C-321)
200-400 psi. 
Failure in Concrete

Tensile Elongation (ASTM D-638)
7 Days 55-65%

Tensile Strength (ASTM D-638)
7 Days 1,200 psi.

Compressive Strength (ASTM D-695)
7 Days 3,000 psi.

Shore A Hardness (ASTM D-2240) 90

Shore D Hardness (ASTM D-2240) 50

SurePoxy Flexijoint


